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CE/2014/95874A

10/7/14

CE/2014/95873

10/7/14

KA/2015/20912

2/25/15

CE/2014/95875
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CE/2014/C4603

12/29/14
Remark: 1. Cd<100ppm; 

2. Pb, Hg, Cr6+, PBBs, PBDEs<1000ppm;
3. Br<900ppm, Cl<900ppm, Br+Cl<1500ppm

RoHS Excemption: none
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The Restriction of Hazardous Substances

Carbonyl PowderCarbonyl body1

Remark
Homogeneous 

Material Construction Element (subpart)No. Cr6+

Copper WireCopper/ Coating

Marking7

Solder5 Lead Free Solder

2

Ink - Black

Body-Coating

http://www.bourns.com/docs/RoHS-Test-Reports/SRP7050TA_SGS1.pdf
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